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Statement of the Problem Studied 

The objective of the proposed work was to use the mechanical-electrochemical coupling 
accompanying ionic defect concentration changes in Mixed Ionic Electronic Conductors to probe 
and engineer ionic defect concentrations.  
 
Summary of the Most Important Results 

As shown in the attached submitted Journal of the Electrochemical Society article on 
“Porous Thick Film Lanthanum Strontium Ferrite Stress and Oxygen Surface Exchange Bilayer 
Curvature Relaxation Measurements”, 

 We used the mechano-chemical response of a porous thick film to measure that film’s 
oxygen surface exchange coefficient for the first time 

 We performed the world’s first simultaneous stress and oxygen surface exchange 
measurements on a porous thick film material 

 We demonstrated that the curvature relaxation technique developed by our group to 
measure oxygen surface exchange coefficients can be used to measure both dense and 
porous films. 

 We measured oxygen surface exchange coefficients for the solid oxide fuel cell cathode 
material lanthanum strontium iron oxide below 400oC for the first time (this oxygen 
surface exchange data will be important for the development of low temperature Solid 
Oxide Fuel Cells). 

 We measured the free energies of formation for oxygen vacancies at the grain boundaries 
and the bulk of lanthanum strontium iron oxide for the first time. 

 We showed how microstructure can impact mechano-chemical coupling by directly 
observing a temperature-induced transition from a grain-boundary-dominated chemical 
expansion regime to lattice-dominated chemical expansion region for the first time. 

 
Originally Stated Project Goals 

The objectives stated in the original proposal were to 1) demonstrate how a novel 
curvature relaxation method can be used to extract in situ oxygen surface exchange coefficients 
and elastic constants from porous catalyst thick films, and 2) use this new technique to evaluate 
the hypothesis that the oxygen surface exchange coefficient (݇), equilibrium oxygen vacancy 
concentration (ܿ௩), and catalytic activity (ݖ), of gadolinium doped ceria (GDC, 
଴.ଵ݀ܩ଴.ଽ݁ܥ ଵܱ.ଽହିఋ) can be enhanced through the application of a biaxial tensile strain. The ability 
to tailor surface and/or bulk ionic defect concentrations and transport properties has important 



implications for catalysts, multilayered electronic devices, microelectronic mechanical systems, 
and other mission-critical army-devices. In this short, 9 month study, we were able to 
demonstrate that a novel curvature relaxation method can be used to extract in situ oxygen 
surface exchange coefficients from porous catalyst thick films, and we were able to observe new 
microstructurally controlled mechano-chemical coupling phenomena. It is hoped that with 
additional funding from the Army Research Office, we will be able to continue exploring the 
intriguing relationships between mechanics, microstructure, and electrochemistry. 
 
Project Development History and Future Opportunities 
 Since the title of the proposed work was “Strain Engineering Defect Concentrations in 
Reduced Ceria for Improved Electro-Catalytic Performance” we started this work by producing 
gadolinium doped ceria thick films and then measuring them under low ݌ைమatmospheres (where 

ceria becomes reduced). 
Unfortunately as shown in 
Fig. 1, using the 3D FIB-SEM 
reconstruction and curvature 
relaxation processes described 
in Yang and Nicholas1 we 
quickly encountered the fact 
that our porous ceria films 
displayed oxygen surface 
exchange coefficients (k’s) 
very different than those in the 
literature. Specifically, the 
measured porous GDC k values 
were 2 orders of magnitude 
lower than those reported for 
GDC thin films,2,3 and 2-3 orders 
of magnitude lower than those 
reported for dense “bulk” GDC 
in the literature.2,4,5 Recent 
conference proceeding data6,7 has 
shown that the oxygen surface exchange coefficients of ceria are extremely sensitive to surface 
impurities, and it is therefore possible that impurities existing in the raw materials, introduced during 
powder processing, or diffusing to the film surface from the YSZ support during film sintering  poisoned 
the GDC surface.  

Because of the short 9-month duration of this project, and the fact that the first stated proposal 

objective was to determine if  the curvature relaxation method could be used to measure k’s in 
porous films (not investigate potential sources of GDC surface contamination), we chose to redo 
our experiments using lanthanum strontium ferrite (LSF) porous films. LSF was chosen because 
no reports showing that LSF is sensitive to small amounts of surface impurities exist in the 

 
Fig. 1. Oxidizing k values for porous ,2.1 ߤm thick 1050oC sintered 
GDC films on 100-oriented, 500 ݉ߤ thick yttria stabilized zirconia 
single crystal wafers (black squares) compared with dense thin film 
GDC k values from the literature. The open symbols are projections 
onto the back  walls. 



literature, and because LSF is mechano-chemically active in air (greatly simplifying the 
experimental difficulty and removing ݌ைమ uncertainty as a potential source of error). That said, a 

full investigation into the relationship between surface impurities, k, grain size, stress, ݌ைమ, 

testing temperature, fabrication methods, and testing methods in ceria is still needed and would 
allow us to develop and understanding of how to engineer the electrochemical properties of 
ceria. 
 As summarized extensively in the attached submitted Journal of the Electrochemical 
Society article on “Porous Thick Film Lanthanum Strontium Ferrite Stress and Oxygen Surface 
Exchange Bilayer Curvature Relaxation Measurements” our experiments with porous LSF films 
were highly sucessful in terms of establishing the validity of the curvature relaxation technique, 
providing desperately-needed simulatneous, in situ LSF k and stress measurements as a function 
of temperature, and highlighting how microstructural effects can impact mechano-chemical 
coupling. Future work on LSF could focus on 1) rigorously establishing the microstructure െ 
mechano-chemical coupling relationships in the LSF system, 2) examining how and why strain 
can be used to improve the electrochemical properites, 3) understanding how surface impurity, 
temperature, ݌ைమ, fabrication method, and testing method impact the measured k, and 4) using 

the observed relationships to produce improved materials for catalyst, fuel cell, and other 
applications. 
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